Anadolu University Journal of Science and Technology A- Applied Sciences and Engineering
Year: 2018
Volume: 19
Number: 2
Page: 356 - 367
DOI: 10.18038/aubtda.381251

DEPENDENCE OF SiAlON-TiN COMPOSITE PROPERTIES ON TiN REINFORCEMENT
PARTICLE SIZE
G khan A IKBA
2Metallurgical

1

, Nurcan ALI A IKBA

2, *

1
Metallurgy Program, Vocational School,
eyh Edebali University, Bilecik, Turkey
and Materials Engineering Department, Engineering Faculty, Bilecik eyh Edebali University, Bilecik, Turkey

ABSTRACT
In this study, the effect of TiN particle size (nano and micrometer level), being an effective parameter on microstructural
evolution, mechanical and physical properties of SiAlON-TiN composites, was investigated. SEM and the XRD
characterization methods were used to observe the effects of TiN particle size on the phase and microstructural evolution.
Indentation fracture toughness and Vickers hardness of the manufactured specimens were measured in order to evaluate the
mechanical behavior. Archimedes principle was used to determine the bulk density and porosity. Correlation between TiN
particle size and hardness, fracture toughness, microstructure, phase evolution was discussed. It was observed that decrease in
particle size led to little improvement in fracture toughness and hardness.
Keywords: SiAlON-TiN composites, TiN particle size, Microstructure, Hardness, Fracture toughness

1. INTRODUCTION
SiAlON ceramics are the most common materials which are used in diverse applications such as cutting
tools, thermocouple protection tubes, non-ferrous molten metal handling, crucibles, wear parts,
biomaterial, etc. due to high mechanical, corrosion, oxidation, wear, thermal shock resistance and high
temperature properties [1-6]. However their performance sometimes is insufficient in several
applications. In order to enhance properties of SiAlON ceramics, composite approach is applied [7]. SiC,
TiN, TiC, TiCN, TiB2, WC, MoSi2 etc. phases are used as reinforcement for SiAlON matrix [8-17].
TiN has attracted much attention since it has high melting temperature (2940 oC), extreme hardness,
elastic modulus and electrical conductivity [18]. TiN incorporation into SiAlON matrix improves the
strength, fracture toughness, thermal shock resistance and chemical wear resistance [19-25]. SiAlONTiN composites are produced with different processing routes and sintering techniques such as gas
pressure sintering, hot pressing, hot isostatic pressing and spark plasma sintering to obtain fully dense
structures [19, 26-29]. They are good candidates for the production of complex shaped products with
electrical discharge machining (EDM) due to high electrical conductivity [30, 31]. On the other side,
it is possible to produce
SiAlON-TiN composites with gas pressure sintering route which is suitable for serial production [3,
14, 15, 16]. In our previous studies, coarse TiN particles (d50: ~2.9
were incorporated in SiAlON
matrix, and the influence of TiN addition on microstructural evolution, z value, densification, phase
assemblage, thermal shock and wear resistance, was investigated [3, 32-34].
Reinforcement particle size affects the properties of ceramic-matrix composites [35, 36]. The
mechanical properties of ceramics can be enhanced markedly by dispersing nanometer-sized particles
in the ceramic matrix. For example, in cutting tool applications, coarse TiN particles provide more
surface roughness and lead to more wear losses [37]. Nagaoka and co-workers studied the effect of 10
wt.% TiN with average particle sizes of
, on elastic modulus, fracture
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toughness and microstructure [38]. The results showed that the highest fracture toughness was
obtained with TiN particles of size
and with the increase in particle size elastic modulus
decreased. In literature there are very limited studies about the influence of TiN particle size on the
properties of SiAlON ceramics [38]. Therefore, i
-TiN composites were
fabricated with nano sized (40 nm) and sub-micron
powders. The effect of TiN particle
size on mechanical and physical properties was investigated. The results were compared with the
coarse particle size TiN containing SiAlON-TiN composites.
2. MATERIALS AND METHODS
2.1. Initial Powder Processing, Characterization, and Preparation of Composites
-SiAlON composition was designed with z value of 0.7 by incorporation of 17 wt%.TiN. The
value of TiN content was decided by considering the results of our previous studies [32,33]. Two
different TiN powders were used. The first one was obtained by milling coarse TiN powder (>99%
pure, H.C. Starck, Grade C, Berlin, Germany) and the resulting average particle size was
(see
Figure 1a). SEM analysis of as-received TiN powder was given in Figure 2a. As-received TiN powder
exhibited irregular morphology with sharp edge an
oarse TiN powder (d50:
rpm to reduce
3N4 balls with 3 mm diameter. Milling efficiency was
given in Fig 3. SEM analysis of milled TiN powder was given in Figure 2b. SEM analysis showed that
the powders after milling showed a wide particle sizes distribution. Some of the particles were of very
fine particle size of approximately 0.3
and some others were coarse particles with sizes around 1.5
Laser diffraction method also supported the SEM images (Figure 4). The laser diffraction particle
size distributio
with two

Figure 1. Particle size distribution graph of as-received TiN powder (H.C. Starck, Grade C)

Figure 2. SEM-SE image of (a) as-received TiN powder, (b) after 10 hours milling
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2,406
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1,353
0,944
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Milling time (hour)
Figure 3. Particle size reduction with milling time

Figure 4. Particle size distribution graph of milled TiN powder
2
Nano TiN powder of average particle size of
wt.%O and 0.05 wt.%C, Plasma Ceramic Technologies Ltd., Salaspils, Latvia) was used. Due to finer
and non-spherical particle shape of the nano powder, particle size distribution could not be measured
by laser diffraction method. SEM-SE analysis of nano TiN powder was given in Figure 5. The nano
TiN powders were in cubic and triangular prism shape and the particle size was in between 10-70 nm.

Figure 5. SEM-SE image of as-received nano TiN powder in different magnifications (a) 100.000x, (b) 200.000x

phase ratio and 0.7 z value were prepared with the addition of
17 wt.% nano and submicron sized TiN powders.
-Si3N4 powder (E-10 grade, UBE Co.
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Ltd., Japan) and AlN powder (H Type, Tokuyama Corp. Japan), Al2O3 (Alcoa A16-SG, Pittsburgh,
USA), Yb2O3 (>99.99%, Treibacher, Austria), Sm2O3 (>99.9%, Stanford Materials Corp., USA),
CaCO3 (>99.75%, Reidel-de Haen, Germany) powders were used for compositional design.
SiAlON-TiN composite production procedures were given in the following chart (Figure 6). Nano
sized powder was dispersed in pure water with dispersant (TMAOH) and then exposed to ultrasonic
treatment for 30 minutes to prevent powder agglomeration. The designed compositions were prepared
by planetary milling for 90 min at 300 rpm in isopropyl alcohol using Si3N4 balls. Since the milling
conditions of nitride based powders are known to affect the subsequent microstructure and mechanical
properties, these milling conditions were specifically chosen [39]. Colloidal TiN solution was
introduced into the SiAlON slurry and then mixing was carried out in mixer. Rotary evaporator was

Figure 6. SiAlON-TiN composite production process flow chart

The SiAlON-TiN compositions were uniaxially pressed to a maximum pressure of 25 MPa and
subsequently cold isostatically pressed at 300 MPa to increase the green density. The pellets were
sintered using a two-step gas pressure sintering cycle with a maximum of 2.2 MPa nitrogen gas
pressure at 1890oC for 90 min and then the furnace was allowed to cool at a rate of 5oC/min.
2.2. Characterization of Composites
density and open porosity % values were obtained by Archimedes principle. X-ray
diffraction analyses (XRD-Panalytical, Empyrean with CuSiAlON phase ratios and intergranular phase composition. The : -SiAlON phase ratios were found by
quantitative estimation from the XRD patterns using the integrated intensities of the (102) and (210)
-SiAlON by the following equation:

(1)
where I and I

-SiAlON peaks, respectively, w is the relative
-SiAlON, and K is the combined proportionality constant resulting from the
constants in the two equations, namely:
359
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I =K W
I =K W

(2)
(3)
[40].

-SiAlON were measured with silicon powders as the internal standard. The z-SiAlON phase was obtained from the mean of za and zc values given by the following
equations:
(4)
(5)
Microstructural investigations were carried out by Zeiss Supra 40VP FEG-SEM. Vickers indentation
technique was used for hardness measurement and indentation fracture (IF) toughness was calculated.
Vickers hardness tests were carried out under 98 N load. The Vickers hardness (HV) was calculated
by the following equation (Evans and Charles): [41]
HV10 = 0.47P/a2

(6)

where, HV10 is the Vickers hardness, P is load applied and a is half the length of the diagonal of the
indentation produced by the indenter. Indentation fracture toughness (K 1C) was calculated by the
hardness tests using the formula proposed by Niihara et al for median cracks:[42]
KIC = 0,018 * HV * a0,5 * (E/HV)0,4 * (c/a - 1)-0,5

(for c/a<3.5 and l/a<2.5)

(7)

rom one crack tip to
another), E is the elastic modulus (GPa) which is taken as a constant equivalent to 320 GPa for all the
samples and H is the measured hardness (GPa). The crack length and indent diagonal were measured
from optical images of the indented surfaces. 3 samples tested for each composition with 5 indents and
the standard deviation was calculated.
3. RESULTS AND DISCUSSION
The physical, mechanical, microstructural and phase characterization were carried out on developed
nano and micron size TiN incorporated SiAlON composites. Table 1 shows the some properties of
developed composites. Micron size TiN powder containing composite was coded as S-TM and nano
size TiN containing composite coded as S-TN. The SiAlON compositions were designed to obtain
:
phase ratios and 0.7 of z value. The results showed that aimed phase ratios and z value were
achieved. The XRD patterns of developed composites were given in Figure 7. According to XRD
pattern intergranular phase was amorphous but little amount of oxygen rich Yb3Al5O12 (YbAG) phase
existed. In our previous study, we observed that intergranular phase chemistry was affected by z value
and Jss phase was predominantly stable when the z value was low (0.3-0.4) [32]. With the increment
in z value over 0.74 crystallization tendency of the intergranular phase was weaker. With further
increase in z value (>0.80) the stable phase was YbAG. However, in this case the z value of SiAlONs
is ~0.65 and amorphous phase is predominant with a little amount of stable YbAG phase. This can be
related to the oxygen content of the system/composition. The source of the differences is IGP are TiN
particle sizes in the compositions. In the former composition coarse TiN powder with average particle
size was ~2.9 micron while in this study nano TiN powder (40 nm) and milled TiN powder (0.5
micron) was used. TiN powder surface may be coated with its oxide of TiO2 with thin layer after
milling and hence the compositions will be rich in oxygen. This phenomenon may lead to formation of
360
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oxygen rich YbAG phase instead of Jss. The EDX analysis of TiN powders confirmed the formation
of TiO2 layer (Figure 8, 9). Therefore instead of Jss phase, amorphous and a little amount of YbAG
phase were available as grain boundary phases.
Table 1. Properties of the developed SiAlON-TiN composites
:

SiAlON phase ratios
z value
IGP
HV10 (GPa)
1/2)
Density (g/cm3)
Open Porosity %

S-TM

S-TN

0.65
Amorphous and Yb3Al5O12
16.76 0.29
6.75 0.21
3.4994
0.14

0.64
Amorphous and Yb3Al5O12
16.81 0.18
7.12 0.42
3.4873
0.05

Figure 7. XRD spectra of SiAlON-TiN composites ( :Yb3Al5O12
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Figure 8. SEM-EDX analysis of milled TiN powder

Figure 9. SEM-EDX analysis of nano TiN powder

According to density measurements by Archimedes Principle the samples had 3.4994 and 3.4873
g/cm3 bulk densities for S-TM and S-TN, respectively. Open porosity content of samples 0.14 for STM and 0.05% for S-TN samples. Microstructural images of both compositions are given in Figure 11,
12. The microstructure of the samples revealed the presence of three different contrasting phases. The
elongated grains with dark gray colored
-SiAlON, the equiaxed grains with light grey were SiAlON, the grains with sharp contrast were TiN due to the strong electron-scattering of the Ti atoms.
Agglomerations of nano particles were available in some regions of S-TN and S-TM sample
microstructures. S-TM samples with coarser TiN particle sizes (500 nm) had less tendency of
agglomeration than S-TN samples. This indicated that ultrasonic treatment was not sufficient to
disperse nano sized powders. Therefore nano TiN particle clusters were observed in microstructure.
0.21 and 0.42 for fracture toughness. The standard deviation was higher for S-TN composition due to
inhomogeneity in microstructure (see Figure 10). On the other hand S-TM composition showed more
homogeneous distribution of TiN particles in the microstructure and standard deviation was lower
(Figure 11). With the decrease of tenfold in the particle size (500 nm to 40 nm) homogeneous mixing
of powders was getting harder. Crack profile of samples analyzed by SEM in order to study the crack
propagation behavior. Several fracture toughness mechanisms were effective for silicon nitride based
ceramics, namely, microcracking, crack bridging and crack deflection [33,43]. As can be seen from
Figure 12a, b crack deflection and bridging were the main toughening mechanisms. Owing to high
aspect ratio grains (7<) fracture toughness of both compositions was high (6.75 and 7.12 MPam1/2).
Besides, because of the difference between the thermal expansion coefficient values of TiN and
SiAlON grains, microcracking around the TiN particles were observable. This mechanism could be
effective for toughening of composite [24, 38]. In this case, the fracture toughness increased with the
decreasing particle size. However, the changes in fracture toughness were not significant (~%5.5).
Since the fracture toughness of SiAlON based materials could be controlled mainly by microstructure,
changes in microstructure influenced the fracture toughness [33, 39]. For example aspect ratio of
grains, grain size, bonding between the grain and grain boundary, z value affected the fracture
toughness. Since both samples had similar aspect ratio grains (3-7), the fracture toughness values were
362
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close. On the other hand, both compositions had similar intergranular phase chemistry and probably
had similar bonding strength between the grain and grain boundary phases.

Agglomeration
of TiN particles

(a)

(b)

Figure 10. Representative BSE image of S-TN samples in different magnifications (a) 10.000x, (b) 20.000x (arrow shows
the agglomeration of nano TiN particles)

Figure 11. Representative BSE image of S-TM samples in different magnifications (a) 5.000x, (b) 10.000x

The hardness value was kept as almost similar since the hardness of SiAlON ceramics was controlled
mainly by phase content
-SiAlON phase ratios and the content of IGP)
SiAlON phase ratios and porosity content were almost the same in both compositions. The other
affecting parameters on hardness were grain size, shape and orientations, intergranular phase
nature/composition, second phase(s), z value etc. In our previous study while the SiAlON-TiN
composites had different z values (0.43-0.91), similar hardness values were obtained due to similar
-SiAlON phase ratios and porosity content [32]. In our previous study, the hardness value was
16.48 GPa and fracture toughness was 7 MPam1/2 for
-SiAlON phase ratio and 17 wt.%TiN
content (d50:2.9 micron) composite [33]. When comparing the hardness and fracture toughness values
of composites containing TiN particle sizes of 40 nm and 0.5 micron with TiN particle sizes of 2
microns, no enhancement on mechanical properties was observed. This could be a result of the
agglomeration of fine TiN particles in SiAlON matrix. If TiN particles were well dispersed in SiAlON
matrix, the hardness and fracture toughness could be enhanced with a decrease in TiN particle size.
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(a)

(b)
Figure 12. Crack profile of SiAlON-TiN composites (a) S-TM, (b) S-TN

4. CONCLUSIONS
In this study, how the changes in TiN particle sizes (40 nm and 500 nm) governed the microstructural,
physical and mechanical properties were investigated. Obtained results were compared with previous
studies where the average TiN particle size was about 3 microns. The microstructural investigations
showed that nano TiN powder could not be well dispersed in SiAlON matrix. Therefore TiN particle
clusters were observed in the microstructure. Expected improved mechanical properties in terms of
hardness and fracture toughness were not achieved due to particle clusters. It was observed that
decrease in TiN particle size from 2.9 microns to 40 nm and 500 nm did not have any positive effect
on hardness and fracture toughness. On the other hand, intergranular phase chemistry was changed by
decreasing TiN particle size from micron to nano size scale. With the more homogeneous distribution
of fine TiN grains in SiAlON matrix an enhancement in mechanical properties can be achieved.
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Kurum: MÜHENDİSLİK FAKÜLTESİ

Nuran AY (/tr/pub/@nay_1066)
nay@anadolu.edu.tr (ma lto:nay@anadolu.edu.tr)

Doç. Dr. Uğur AVDAN (/tr/pub/@uavdan)
Turkey
uavdan@esk seh r.edu.tr (ma lto:uavdan@esk seh r.edu.tr)
https://derg park.org.tr/tr/pub/estubtda/board
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Kurum: Esk şeh r Tekn k Ün vers tes , Mühend sl k Fakültes , K mya Mühend sl ğ Bölümü

Savaş KOPARAL (/tr/pub/@askopara)
askopara@anadolu.edu.tr (ma lto:askopara@anadolu.edu.tr)

Doç. Dr. Mustafa KULAKÇI (/tr/pub/@Mustafa%20Kulak%C3%A7%C4%B1)
mustafakulakc @esk seh r.edu.tr (ma lto:mustafakulakc @esk seh r.edu.tr)

Doç.dr.funda KURTULUŞ (/tr/pub/@dfunda)
dfunda@ae.metu.edu.tr (ma lto:dfunda@ae.metu.edu.tr)

Prof. Dr. Semra KURAMA (/tr/pub/@skurama)
Turkey
skurama@esk seh r.edu.tr (ma lto:skurama@esk seh r.edu.tr)
Konular: Malzeme B l m ve Teknoloj ler ,Pol mer B l m ve Teknoloj ler ,Malzeme ve Metalurj Mühend sl ğ ,Cam
Teknoloj s ,Kompoz t Malzemeler,Malzeme B l m ,Malzeme Karekter zasyonu,Malzeme Muayene ve Kırılma
Mekan ğ ,Nanomalzemeler,Seram k Malzemeler,Toz Metalurj s ,Tr boloj
Kurum: Esk şeh r Tekn k Ün vers tes

Doç. Dr. Anatoly NİKONOV (/tr/pub/@an konov)
Sloven a
anatol j.n konov@f n -unm.s (ma lto:anatol j.n konov@f n -unm.s )
Konular: Akust k ve T treş mler,Mak ne Mühend sl ğ ,Akust k ve T treş mler,Katı C s mler Mekan ğ ,Mekan k
T tret ş mler ve Gürültü
Kurum: Faculty of Industr al Eng neer ng Novo mesto

Prof. Dr. Murad OMAROV (/tr/pub/@momarov)
Ukra ne
murad.omarov@nure.ua (ma lto:murad.omarov@nure.ua)
ORCID: 0000-0003-4842-4972
Konular: B lg sayar B l mler ve Mühend sl ğ

Prof. Dr. Nuray ÖZASLAN (/tr/pub/@nurayozaslan)
nozaslan@anadolu.edu.tr (ma lto:nozaslan@anadolu.edu.tr)

Ö

https://derg park.org.tr/tr/pub/estubtda/board
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